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SUMMARY

Work under this contract has focused on a field-assisted 1-2 micron-
sensitive photoemitter with a reverse biased Ge p-n junction and a thin
Cs-O-activated emitting layer of negative electron affinity (NEA) GaAs.

The p+-GaAs provides an effective single-crystal low-work-function large-
area biasing contact for the Ge p-n junction and allows the n-Ge to be suf-
ficiently thin for optimal performance. Calculations show that some cooling,
perhaps to -80°C, will be necessary to reduce the dark current well below

the signal level. More detailed theoretical calculations (than those reported
in Quarterly Report No. 1) are presented which show that 1-4% quantum effici-
ency in transmission is possible from either a GaAs/Ge or an InP/Ge device.
The optimal design paramcters are calculated, and the sensitivity of the
parameters 1is discussed. GaAs/Ge growth using the metal chloride and organo-
metallic vapor phase epitaxy (OM-VPE) methods has been studied in some
detail. Only the OM-VPE process results in a true p-GaAs/n-Ge heterojunc-
tion essential for our device. The metal chloride process suffers from Ge
autodoping into the initial GaAs growth layer. Vacuum activation levels of
thick GaAs/Ge have been very high in the reilection mode - comparable to
homojunction GaAs/GaAs activation levels. Ultra-thin diffused Ge junctions
(less than 1000 2 deep) have been successfully fabricated using the OM-VPE
method. Furthermore, negative electron affinity has been achieved on

samples as thin as 0.15 micron of GaAs grown on Ge by OM-VPE. These results
coupled with photovoltaic and electroluminescent measurements indicate that

GaAs/Ge grown by OM-VPE should be suitable for the 1-2 micron device. Sig-
nificant progress toward demonstrating the feasibility of this device has
been prevented during the last six months of the contract by the failure

of both mesa and planar-type diodes to survive even moderate heat-cleaning
cycles in vacuum. Probable breakdown mechanisms are discussed,and possible
"fixes" are mentioned. Because of the diode breakdown problem, field-
assisted photoemission experiments have not been possible.
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1. INTRODUCTION

ct was directed toward develop-
cy to 1-2 micron radiation and
d here, coupled with encour-

2 micron-sensitive photoemit-

The research conducted under this contra
ing a photoemitter with high quantum efficien
with low dark current. Calculations presente

aging experimental results, indicate that a 1-
ter is feasible. Our device is a Ge p-n junction field-assisted photoemit-

ter utilizing a single-crystal negative electron affinity (NEA) emitter for

a large-area biasing contact. Calculations discussed in detail in the Appen-
dix show that a Eggnsmission quantum efficiency of 1-4% at 1.55 ym and -80°C
should be obtainable with either a GaAs/Ce or an InP/Ge device. Field enhanced
photoemission into vacuum has not been measured because of diode b- :akdown

problems.

II. TECHNICAL DISCUSSION

A. The Electron Transparent Contact and the GaAs/Ge Device

a a great deal of work on negative electron affin-

silicon to achieve higher quantuw effici-
192 present theories of activation and
that quantum efficiencies of .1% or
emitting device for wavelengths much

Recent years have see
ity activated I1I-V materizls and
encies and longer wavelength respoise.
experimental results strongly suggest

greater from a non-field-assisted photo
grcater than 1.2 microns will be practically impossible.3’l+ Previous photo-

emitter devices designed for greater than one-micron sensitivity have suffered
from such limitations as very low quantum efficiency (less than 10'4), high
dark current (thermionic emission at room temperature), and non-reproducible

results.

reverse biased p-n junction emitter
biased junction emitter is basically
e are that, if a metal film

Two promising design types are the
and the tunneling emitter. The reverse
a hot electron emitter. Problems with this devic
is used to make large-area electrical contact on the emitting surface, the

photoexcited hot electrons are severely attenuated in the metal film before
reaching the metal-vacuum interface. I1f, however, the surface n-region is
made thicker and thereby becomes the electrical contact, the photoexcited
electrons are again severely attenuated in the long flat-band n-region.
Tunneling emitter designs have suffered from high-field breakdown in the
insulator region and poor quality (poor minority carrier diffusion length)
of the emitting layer.6 A completely thermalized emitter design with field-
assisted biasing has been proposed by several workers recently.7 The severe
problem faced by most such designs, however, is that ideal heterojunctions
must be grown. The heterojunction interface must not have even a few kT
barrier in the conduction band, otherwise, photoexcited electrons will be

trapped and lost.

GaAs(p+)/Ge(n+)/Ge(p+) field-

The bulk of our program was based on a
he possibility of relatively high

assisted hot electron device which offers t
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sensitivity out to the band gap of Ge, approximately 1.8 microns. The GaAs
surface is activated with Cs=0 to achieve NEA, An electron energy band
diagram for this device is showa in Fig. 1. The presence of the GaAs allows
the n-Ge region to be sufficiently thin (on the order of a few hundred Ang-
stroms). The highly-doped GaAs (approximately 1x1019/cm3 zn) is sufficiently
thick to provide an effective large-area electrical contact for biasing the
Ge p-n junction. The Ge p-n junction is reverse biased in operation. Tun-
neling will most likely set the upper limit of the dc bias applied to the

Ge junction since, to optimize performance, the p-Ge substrate should be
~1x1018/cm3 (see Appendix).

Because of the excellent lattice match (GaAs, 5.654 R vs Ge, 5.658 R)
and coefficient of thermal expansion match between GaAs and Ge,8 the quality
of the GaAs should be sufficiently good so that photoexcited electrons
reaching the GaAs will have a reasonable probability of diffusing to the
GaAs surface and being emitted. Hence, the GaAs acts as an electron trans-
parent contact for this device and is designed to avoid the problems faced
by previous reverse-biased p-n junction emitters. The n-Ge region is
formed by As diffusion into the p-Ge wafer and provides the needed blocking
barrier for holes. For incident light of wavelength greater than about
0.9 micron, the GaAs becomes optically transparent (except for reflection
losses at the GaAs vacuum interface, 32%, and at the GaAs-Ge interface,
~.4%). Light of wavelengths greater than 0.9 micron then travels into the
Ge where it photoexcites electron-hole pairs. Photoexcited electrons in
the p-Ge diffuse to the depletion region of the reverse-biased p-n junc-
tion where the field sweeps them into the GaAs and finally into vacuum.
Hence, this device should have a very broad band sensitivity in the reflcc-
tion mode from the cut-off wavelength of the vacuum window used for the
device to the band-gap-limited emission of the Ge. Clearly, the device
can be made to operate in the transmission mode by thinning a window in
the p-Ge.

B. The Electron Transparent Contact and the pifferential Grade Device

The GaAs/Ge device described above is a hot electron emitter; that is,
the photoexcited electrons generated in the p-Ge must cross the Ge p-n
junction depletion region into the GaAs as '"hot carriers." Once the photo-
excited carriers reach the GaAs, they may thermalize in the GaAs conduction
band and still be emitted into vacuum since they can cross the GaAs by
thermal diffusion. The critical question for the GaAs/Ce device is whether
the hot electron losses will be low enough to allow reasonably efficient
1-2 ym emission, Calculations discussed in Section II-D and in the Appendix
indicate that the thickness Wg of the flat band n-Ge must be $500 to
reduce hot electron losses to an acceptable level. We describe in this
section another field-assisted device which is capable of 1-2 um emission
that does not require hot electron transport but only thermalized trans-
port. 5
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Figure 2(a) and (b) show the energy band diagram for this device in
the unbiased and biased state, respectively. We initially proposed liquid-
phase epitaxially grown GaAlSb as the detecting and emitting layers, respec-
tively. The principle of operation of the device does not depend o' these
particular materials, however. MNote that photoexcited electrons generated
in the narrow band gap GaAs layer can move by thermal diffusion through
the intermediate GaAlSb layer into the NEA GaAlSb layer and into vacuum.

As with most heterojunction devices, the interfacial recombination velocity
will be a critical parameter in the operation of this device. Also, long
electron diffusion lengths are desirable. For both these reasons, liquid-
phase epitaxy (LPE) would have the advantage over vapor-phase epitaxial
(VPE) growth for this particular device. An important difference between
this design and other similar heterojunction thermalized transport devices’
(see Fig. 3) is the grading of the intermediate layer of our device. The
relative injection of holes and electrons into the GaAlSb is controlled

by the abruptness of the barrier instead of the relative heights of these
barriers. The doping of the intermediate layer is low compared to the
emitting or detecting layer so that the applied bias is mostly across this
layer. A non-graded structure such as in Fig. 3 requires that, under
suitable bias, the barrier for electron injection (Bl in Fig. 3) "go away"’
under bias before the necessary hole barriler (B2 in Fig. 3) vanishes. Note
that there must be no conduction energy band notches of KT in magnitude
for this or any completely thermalized emitter design.

A difficult materials question for the graded intermediate layer is
whether such a very large degree of band gap grading can be accomplished.
To date, we have been able to grow flat-band GaAlSb on GaAs by LPE. Acti-
vation results on two GaAlSb samples have been very poor. Because of the
severe materials growth problems faced by this design, we did not continue
work on the differential grade device.

C. Calculations - Dark Current

In operation, photoexcited electrons in the p-Ge which diffuse and
fall into the n-Ge hole without being emitted cause a forward bias of the
CaAs/Ge heterojunction. The B of the p-n-p transistor times this current
ie injected from the GaAs under the hole tarrier and crosses into the p-Ge.
This current is not observed outside the device. The dark current that is
emitted is due to the fraction of electrons thermally excited in the flat-
band p~Ge which is able to cross the n-Ge, enter the p-GaAs, and be emitted
into vacuum. The thermal generation of electromns in the p-Ge is given by

eDnnPo eDnni
J = = "
5 o (1)
n n po

J is +1x10 ) amp/cm2 at 25°C using D = 100 cmzlsec, L = 10 ym,

By @ 2.5%x1012/cm3, and oo = 1x1018/8m3. The availabl€ signal current
density (difference between foliage and hard targets [A. D. Schnitzler
and J. Malamas, "Image Detection and Air Glow"]) is n1x10-8 amp/cm? at




Fig. 2. Differential grade hetero junction emitter
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1.55 ym. Assuming f/l.4 optics reduces this level by ~1:10. Hence, the
incident signal level is A1x10™2 amp/cmz. It is clear that some cooling
of the device will be necessary. Cooling to -20°C will reduce the gener-
ated dark current an order of magnitude below the signal level, but -80°C
(dry ice) would be better.

D. Calculations - Quantum Efficiency in Transmission

In this section, we outline the results of calculations made on the
expected transmission quantum efficiency for the GaAs/Ge device. The
details of the calculation are in the Appendix. The calculated trans-
mission quantum efficiency of the complete device is conveniently broken
up into three parts: First, the photoelectron generation and diffusion
in the flat-band p-Ge into the p-n junction. Second, the hot electron
transport across the p-n junction. Third, the electron injection into
the GaAs and diffusion into vacuum., Note that all calculations assume
A =1.55 m, transmission-mode operation, an effective AR coating on the
back, and T = -80°C.

The transmission quantum efficiency of just the flat-band p-Ge is
quite good. Assuming an electron diffusion length of 10 ym and a back sur-
face recombination velocity ratio of 1.0 (i.e., S divided hy the diffusion
velocity of L/t) gives a 70% transmission quantum efficiency into the p-n
junction at 1.55 ym. The otpimal germanium thickness for the above condi-
tions is 3.5 pym, although increasing this thickness to 10 um only reduces
the transmission efficiency by 45%., (See Figs. 1A and 2A of the Appendix.)
The above calculation was performed using the usual thermalized electron
diffusion equation and should be a realistic estimate of the actual
efficiency from this part of the device.

Next, we consider the efficiency of the p-n junction region where
the electrons are now 'hot'". The theoretical model used here is that of
D. J. Bartelink, et al.,9 appropriately modified for our case of no impact
ionization. That is, we will restrict the reverse bias on our junction
such that avalanching does not occur. Results of these calculations (see
Appendix, Figs. 3A-8A) show two important facts. First, we want highly
doped p-Ge to minimize the electron losses in the depletion width of the
biased junction. The limit on p-type doping is given by the fact that
we need an "1,5-2.0 volt breakdown voltage, and >1018/cm3 will break down
due to tunneling before this level of bias. The second fact is that we
need to minimize the width of the flat-band n-Ge region. This region,
ideally, must be 500 R or less. Assuming 1x1018/cm3 p-Ge, a 1.6 volt
bias, 250 R n-Ge region, 85 R hot-electron mean free path, .037 eV energy
loss per collision to optical phonons, and T = -80°C gives a total trans-
mission probability across the junction (incliding quantum mechanical
reflections at the n-Ge/p*tGaAs interface) of 40%. There are many more
approximations in this calculation than in a thermalized transport calcu-
lation. However, we have tried to use the best data available and to
make reasonable approximaticns where necessary.

e i e _— T wpmpa— . I — T W




The final stage is the NEA emitter itself. Again, the calculation is
based on the thermalized diffusion equation. We have assumed infinite back
surface recombination at the n-Ge/p-GaAs interface. The appropriate absorp-
tion coefficient o to use is approximated by the following. There will be
0.3 to 0.4 eV (above GaAs conduction band) hot electrons entering the GaAs.

The mean penetration depth or range for these hot electrons can be estimated
by using the random walk equation

=1 N
R Ap N (2)

where A_ = 85 )y is the mean distance between collisions and N is the number
of collgsions before thermalizing. Since .037 eV is lost per collision,

N v 10. Hence R ~ 250 R, and, for L >> R, a ¥ 1/R = 40/micron. Using

this value of a and L = 1.0 um gives an optimal transmission quantum effici-
ency of 30%Z for a GaAs thickness of 500 A. Increasing the GaAs thickness
to 0.1 micron only reduces this efficiency to “20%. Assuming an NEA sur-
face escape probability of 25-507% gives a total emitted transmission quantum
efficiency through the GaAs of 5-15%.

The complete transmission quantum efficiercy of the entire device is
then estimated to be

QET % (0.7)(0.40) (.,05-.15)

(3)
QET v 1-4% at 1,55 um

The above calculation has been repeated for the case of NEA InP/Ge.
Within the uncertainties stated above, the result is slightly better since
InP has a 0.1 eV lower band gap. The lattice match (5.869 vs 5.657 R) is
much worse than that of GaAs/Ge; however, as long as L(InP) >> Range(InP),
the over-all transmission efficiency will not be significantly reduced.
(See Fig. 9A in the ‘fppendix.) However, such a large lattice mismatch,

3 7% m?y lead to high reconbination due to a large number of interface
states.

E. Epitaxial Growth of GaAs on Ge

One of the main objectives and accomplishments of this contract has
been to determine the optimal conditions for the growth of high quality
single-crystal thin films of p-GaAs on Ge within the requirements of Zn-
doping concentration and minimal As diffusion into the Ge. In this section,
we describe some of the growth experiments that we have made to achieve our
objective for the GaAs/Ge device.

During the course of this study, we found very early that substrate
preparation or the Ge plays an important role in determining the quality
of the resulting epitaxial film. The best results to date have been
obtained using Ge substrates which are both mechanically and chemically
polished. After mechanical polishing, the wafers are first etched with

e 4 oicaiais s e




CP4 to remove work damage from the mechanical polishing treatment. Then
the wafers are chemically polished with a qusctHy0+sodium hydroxide+H;07
solution using a pix pad. The wafers are then cleaned thoroughly with TCE
in order to remove any traces of wax remaining after demounting from the
polishing block. This was followed by an ultrasonic cleaning to remove
any small particles of the polishing pad which may have remained from the
chemical polishing treatment. Finally, the wafers are vapor etched for
3-5 minutes in a HCl+H, atmosphere (1:30 dilution) at a temperature of
approximately 825°C, thereby providing a clean oxide-free surface on which
to deposite the GaAs film.

1. Metal Chloride Vapor-Phase Epitaxy

The meltal chloride vapor-phase (MC-VPE) growth system was used
initially to prepare GaAs/Ge films for this contract. The growth system

is identical to that previously described by Tietjen and Amick!! in which
Ga(l combines with As vapor to form GaAs via the reaction

2 GaCl + .;.Asa + H, ¢ 2GaAs + 2HC1 . (4)

The GaCl is formed by passing HC1l over a heated quartz beat containing Ga
whereas the As vapor is formed as a result of the thermal decomposition of
the AsH3. The GaAs films are doped p-type by introducing Zn vapor into
the system during growth. This is accomplished by passing Hp over a heated
quartz bucket containing the metal. The doping level is controlled simply
by raising or lowering the bucket temperature. Note that HC1l is an active
by-product of this growth process. As a result, GaAs films less than
approximately 0.5 micron thick suffered severely from autodoping effects
of Ge.l?2 The Ge acts as an n-type dopant and more than compensates the
1019/cm3 Zn doping concentration for thin films. The autodoping problem,
being a fundamental problem with this growth system, has led us to employ
the organometallic vapor-phase (OM-VE) growth method during the remainder
of this contract.

2. Organometallic Vapor-Phase Epitaxy

The OM-VPE growth process13 has two important advantages for our device
over the MC-VPE process described above. First, the OM-VPE process has no
active by-products such as HCl which might lead to autodoping problems noted
with MC-VPE of GaAs/Ge. Second, the usual GaAs growth temperature for the
OM-VPE processis 100-150°C lower than that for the MC-VPE process. The
lower growth temperature results in thinner diffused junctions in the Ge
than does the MC-VPE process. (See Section G.) Essentially no NEA acti-
vation results were available on OM-VPE GaAs hefore this contract. There
had been some concern that GaAs grown by this prncess may suffer from
carbon contamination and thereby not yield high activation levels.!* This
worry proved to be unfounded, and excellent activation results have been
achieved on GaAs/GaAs and GaAs/Ge grown by OM-VPE. (See Section F.)




F. GaAs/Ge Activation

Because of the excellent lattice match and thermal expansion match
between GaAs and Ce, the quality of GaAs grown on Ge should be very good.
These expectations have been confirmed by generally high activation levels
from the GaAs. Except for the thin CaAs/Ge (under 0.5 micron) samples
grown by MC-VPE, GaAs/Ge activation levels are within experimental varia-
pility as good as typical GaAs/GaAs activation levels.

Table 1 shows the results to date on NEA activation levels obtained

on GaAs/GaAs and GaAs/Ge grown by different processes. Maximum and typical
activation levels are indicated where sufficient statistics are available.
Note that all results are for reflection-mode (i.e., light incident on the
same surface as that from which electrons are emitted) and that the activa-
tions were performed in an all-metal ultrahigh vacuum system. Furthermore,
all values have been corrected for the optical absorption of glass (10%) .

There are two general results to be noted. First, for the thick
samples tested, the GaAs/Ge results fer both MC-VPE and OM-VPE are quite
good. considering the fact that so few (less than six) such samples of
each have been activated, we feel that these activation levels are satis-
factory. The second general result is that involving thin samples. GaAs/Ge
grown by MC-VPE most likely suffers from autodoping of the grown epitaxial
by Ge due to the active by-product, HC1.12 The autodoping effect of Ge
heavily compensates the pt-GaAs making activation to NEA impossible. Simi-
larly grown thin samples, grown by OM-VPE, do not appear to suffer from
this problem. This latter result is particularly important for our device.

The ability to achieve NEA on very thin GaAs/Ge grown by OM~-VPE coupled
with reduced diffusion of As into the p-Ge substrate (cee Section G) makes
this growth process most suitable for our device.

Analysis of thin GaAs films activated to NEA is complicated by the
fact that the diffusion length is now equal to or greater than the cathode
thickness. Fig. 4 shows the calculated available white-light sensitivity
(surface escape probability assumed equal to unity) from GaAs as a function
of the cathode thickness from 0.0 to 0.5 micron thick and for 0.1 to 5.0
micron diffusion lengths. Not® that the available sensitivity is indepen—
dent of diffusion length for L 2 0.5 micron. If we assume L 2 0.5 micron,
then the 250 ‘to 475 wA/lm activation levels from the 0.15 and 0.30 ym thick
cathodes correspond to a surface escape probability of approximately 45%.
Analysis of yield shapes near threshold cannot give a good estimate of
diffusion length or cathode thickness. This fact is evident in Figs. 5

and 6 which show theoretical yield curve shapes for different cathode
thicknesses and cathode diffusion lengths. Fig. 7 shows, however, that

the yeield curve shape near threshold for thin CaAs depends strongly on
doping - i.e., the optical absorption coefficients used. The absorption
data used to generate the yield curve shapes in Fig. 7 were taken from
Kudman and Seidel.15 Fig. 8 is a best fit for the thin, 0.3 micron,
GaAs/Ge sample grown by OM-VPE which activated to 475 uA/lm. The best




TABLE 1T

GaAs/GaAs and GaAs/Ge Activations

GaAs/substrate, Maximum Typical
process, thickness pA/1m pA/1m

GaAs/GaAs 1700 1300
MC-VPE, thick *>5. um

GaAs/GaAs
LPE, thick

GaAs/GaAs
OM-VPE, thick

GaAs/Ge
MC-VPE, thick

GaAs/Ge
OM-VPE, thick

GaAs/Ge
MC-VPE, thin 1.0 um

GaAs/GaAs
MC-VPE, thin 0.3 um

GaAs/Ge
MC-VPE, thin 0.3 um

GaAs/Ge
OM-VPE, thin 0.3 um

GaAs/Ge
OM-VPE, thin 0.15 um
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THEORY GaAs
REFLECTION MODE
L=1.00p
$/V=10,000
Tc=0.1, 0.2, 0.3,0.4,0.5u
Na=5x|0'°/cm3 (Zn)

o P [ 1 1
0.4 0.5 0.6 0.7 0.8
WAVELENGTH IN MICRONS

Fig. 5. Calculated quantum yield curve for NEA GaAs., Diffusion
Length L is 1.0 um and the back surface recombination
velocity (GaAs/Ge interface) is taken to be infinite.
The curves shown are for 0.1 through 0.5 um cathode
thickness T.. Escape probability is 100%.




THEORY GaAs
REFLECTION MODE
s/v =10,000
Te = 0.30u
Ng= 5« 10'%/¢m® (Zn)

s 1 oy
0.6 0.7 0.8
WAVELENGTH IN MICRONS

Calculated quantum yield curve for NEA GaAs. Cathode
thickness T, is taken as 0.3 ym and the back surface
recombination velocity is infinite. Diffusion length

L is varied from 0.1 to 20.5 um. Escape probability
is 100%.
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THEORY GaAs

= T, =0.15p =
I L20.50p o
il §/V =1,000 ]
0= B8 =1.00 e |
- Ng= | x 10'%/¢m® -
b (zn) 11¢10"/ cm’ 4
3¢10'/ cm’
- 6¢10"/cn’ .
osl—l TR, O e l
0.4 0.5 0.6 0.7 0.8 0.9 1.0

WAVELENGTH IN MICRONS

Fig. 7. Calculated quantum yield curve for NEA GaAs. Cathode
thickness T, 1s 0.15 ym, diffusion length L is 20.50 um,
back surface recombination velocity is infinite, and
the escape probability is 100%Z. The Zn doping concen-
tration is varied from 1x1018/cm3 to 6x1017/cm3.
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Fig. 8. Calculated and experimental NEA GaAs quantum yield
curves. The best fit calculated curve is for

T, = 0.30 ym, L = 0.50 um, and a surface escape
probability of N45% .
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fit is obtained for a 2.6x1019/cm3 doping concentration while the esti-
mates for the diffusion length and surface escape probability are only
reasonable guesses. The doping concentration estimated from the yield
curve fit, however, is consistent with the doping concentration measured
by the IR plasma resonance technique. 6

G. P-N Junction Formation in Ge

Formation of the p-n junction in Ge is probably the most critical
and difficult step in the fabrication of this device. Calculations
discussed in Section D and in the Appendix indicate that the depth of
the n-Ge layer must be 500 for successful operation. The achievement
of such thin diffused junctions 1is difficult but has been accomplisled
with both As and P diffusions. This has been the goal of much of our
effort on this contract.

In practice, the p-Ge wafer is exposed to As during the growth of the
GaAs. All the variables of the GaAs growth such as growth temperature,
growth time, condition of the substrate, etc. affect the depth and nature
of the As diffusion into the Ge. For our requirement of a very thin
diffused layer, it is not necessary to deliberately make a p-n junction
in the Ge by diffusion or jon implantation before the GaAs growth. The
process of growing GaAs/Ge results automatically in a diffused n-Ge layer
just below the grown epitaxial GaAs layer. Hence, our experimental work
has been aimed at varying the GaAs growth conditions in such a way as to
systematically determine the proper growth conditions for high quality
GaAs and sufficiently thin n-Ge junctions.

The arsenic diffusion into the p-Ge can be simply described Ly the
one-dimensional diffusion equation for atomic diffusion,

2
3C(x,t) _ 3°C(x,t)
where C is the impurity concentration and D(T) the diffusion coefficient
for As into Ge at temperature TJ17 Taking the boundary condition of "con-
stant surface concentration" of concentration Cg» the solution to Eq. (5)
is given by

C(x,t) = Cserfc(xIZJﬁf) (6)

where x is the distance below the surface and t is the time of diffusion.
Taking the p-n junction boundary as seen in an angle lap staining technique
to be when C/CS & 0.1, Eq. (6) can be solved to give an expression for the
depth of diffusion versus time of diffusion given approximately by

X(T,t) ~ 3vD(T)t €))




The diffusion constant varies over a limited temperature range as

e-AE/kT

D(T) = D (8)

where D, is the diffusion coefficient extrapolated to infinite temperature
and AE is the activation energy of diffusion. (See, for example, Ref. 17,
p. 29.) Hence, we have, for a constant diffusion time,

X2 « D(T) « e QE/KT (9

log x% « -AT /KT (10)
oo JOg W = AT (11)

We have employed the angle lap staining technique extensively through-
out this contract as a method of determining the thickness of the GaAs
growth and the depth of the As diffusion into the p-Ge wafer. A 5° angle
block was used, ard an n-type stain (465 ml Hy0 + 57.5 g CuSO4 + 50 ml HF
+ light) was applied to show the depth of the As diffusion. A magnifica-
tion of 1000X allowed junction depths to be measured down to approximately v
1000 X. Occasionally the n-type stain fails to stain or it stains only
partially. This situation can cause confusion, and therefore the procedure
should ideally be repeated at least once.

One of the first experiments performed was a test of Eq. (7). A series
of MC-VPE GaAs/Ge samples was made in which the Ge wafer was first exposed '
to As at 800°C for various times, and then a thin GaAs epitaxial layer was
grown. The thin GaAs layer (1-2 microns) makes the angle lap and staining
measurements much easier. The thickness of the n-Ge stands out as a dark . 1
band between the lighter p-Ge and p-GaAs layers. Fig. 9 is a typical
example of a 5° angle lap and n-stain using 500X. Using this measurement
technique, we have generated the data for Fig. 10. The time axis in Fig. 10
reprecents the exposure time of the p-Ge wafer to As prior to the GaAs growth.
Note that the time for the GaAs growth is only 1-2 minutes, and therzfore
the additional As diffusion which occurs during growth is negligible except
for the shortest diffusion times, samples #7-6-72:4 and #5-24-72:3. Also
shown in Fig. 10 are three theoretical curves using Eq. (7) for
D=1.5+ ,5x10~3 um2/sec. The fit to the data is reasonably good, and
the range of values for the diffusion coefficient of As into Ge at 800°C
is in good agreement with reported values,18

An obvious result of the above experiment is that the As diffusion
into the p-Ge is much too deep for our device using the 800°C diffusion
temperature and the usual MC-VPE GaAs growth temperature of 750°C. There-
fore, a second series of MC-VPE GaAs/Ge samples was grown in which there
was no prior As diffusion before GaAs growth. 'The only variable which was
changed was the GaAs growth time, A corstant 750°C growth temperature was
used. Fig, 11 summarizes the results of this series. The As diffrsion

18
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Fig. 11. Depth of As diffusion into the p-Ge wafer and thickness of
the epitaxial GaAs vs growth time in minutes at 750°C.
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depths are much smaller - but still, at best, a factor of approximately 10
too great. Also note that the thickness of the GaAs and the depth of the
As diffusion are roughly equal. As a result, it would appear that achiev-
ing a 0.1 to 0.2 micron thick GaAs layer with a 250-500 § deep As diffusion

is impossible with the MC-VPE growth system using 750°C as the growth temper-
ature,

The only other convenient variable at hana is the growth temperature.
Tre effect of temperature on the As diffusion is very strong as seen in
Eq. (8). A third series of MC-VPE GaAs/Ge samples was grown with no prior
As diffusion; a constant growth time, 90 seconds; and varying the growth
temperature from 750°C to 600°C. Fig. 12 summarizes the results of this
experiment. The experimental points were measured from angle lap and
staining photos, and the linear behavior is consistent with Eq. (11). We
note at cnce that the required thin diffusions are possible by going to
growth temperatures of approximately 600°C. Visual examination, however,
of samples grown at 625 and 600°C show largely polycrystalline growth.
Figs. 13, 14, and 15 show the deterioration of the epitaxial growth with
reduced growth temperature. Note that these samples are not Zn doped.

The poor quality GaAs films grown at the reduced growth temperatures
coupled with the Ge autodoping problem noted in Section E led us to
completely abandor. the MC-VPE process for our device. The remainder of
the contract has focused on GaAs/Ge grown by the organometallic vapor-
phase technique. This is a promising growth method for our device for
two reasons., First, the growth temperatures are 100 to 150°C lower than
for MC-VPE and, second, there are no active by-products of the growth
process. The quality of the GaAs/Ge grown by OM-VPE is excellent as seen
by the good activation levels achieved and discussed in Section F.

Table I1 summarizes the results of a number of OM-VPE GaAs/Ge growths
made under different conditions. Two things are apparent from these
results. First, the typical n-Ge As diffusion depths are smaller by a
factor of 2 to 10 than those of samples grown by MC-VPE. This is most
likely due to the 100-150°C lower growth temperature, Second, the depth
of As diffusion for all but sample #935 is still too deep. The main reason
for this is that all samples but #935 were intentionaily exposed to arsine
prior to GaAs growth. Also, many of them were grown at 660°C instead of
at 630°C. The higher growth temperature generally gives a deeper As dif-
fusion which is consistent with our experience with MC-VPE GaAs/Ge samples.
(630°C is approximately the lowest practical GaAs growth temperature con-
sistent with good quality GaAs growth on Ge using the OM-VPE process.)
Sample #935 is particularly significant in that the GaAs is approximately
the right thickness, according td our calculations, while the n-Ge region
is extremely narrow - less than 1000 R, i.e., below the thickness resolu-
tion of our angle lap and staining procedure. Note in Table 1I, that, for
the samples marked with a double asterisk (**), the n-stain most likely
did not work effectively since the depta of the n-Ge region for these
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Fig. 12. Depth of As diffusion into p-Ge wafer material vs 1000/T(°K)
for constan’. growth time of 90 seconds. T is growth temperature
in %K. The GaAs thickness for this data varied from 0.7 um to
0.9 um - much thicker than the optimal GaAs thickness of ~0.1 pum
based on recent calculations (see Appendix).
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650°C GaAs on Ge growth for 1.5 minutes, sample
#10-25-72:2, no Zn doping. This sample looks
bright and shiny to the unaided eye.
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